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Tax-Fre® CR Tack Wipe
  
Nonwoven polyester cleanroom tack cloth
 
 
 

Description 
The Tax-Fre nonwoven tack wipe features a 
pressure sensitive tack formulation that has been 
specifically engineered to provide excellent 
contamination removal from surfaces without 
sticking, grabbing, or transferring tack adhesive 
to the surface. Very low particle generation. A 
unique polymer adhesive gives the Tax-Fre wipe 
a soft, dry feeling, free of tackiness, or stiffness. 
Ideal for dry floor mopping. Available flat or 
folded for easier pick up.  
 
 
 
 
 
 
 
 
 
 
 
 

 

 

Part Number Description EA/OB1 OB1/CS EA/CS 

TAX-FRE Tax-Fre Tack Cloth, 10” x 18” (25 x 46cm), stacked 100 4 400 

TF-1017QF Tax-Fre Tack Cloth, 10” x 17” (25 x 43cm), quaterfolded 50 8 400 

TF-1228 Tax-Fre Tack Cloth, 12” x 28” (31 x 71cm) 50 4 200 

NWTF0002 Tax-Fre Tack Cloth, 10” x 18” (25 x 46cm) 50 8 400 
Key: EA = Each, OB1 = Outer Bag 1, CS = Case 
 
 
 
 
 

 
 

Technical Data   
   Attribute; (units) Value ** Test Method 
   Basis weight; (g/m2) 50  

   Sorbency in water   
   Intrinsic; (mL/g) n/a IEST-RP-CC004.2, Sec. 7.1 

Extrinsic; (mL/m2) n/a IEST-RP-CC004.2, Sec. 7.1 
   Sorptive rate; (seconds) n/a  
   Non-volatile residue, NVR  IEST-RP-CC004.2, Sec. 6.1.2 

   In deionized water; (g/m2) 0.32  
In isopropanol; (g/m2) 5.58  

   Specific ions  IEST-RP-CC004.2, Sec. 6.2.2 
   Sodium; (ppm) 415  

Chloride; (ppm) 61  
   Particles, readily releasable  IEST-RP-CC004.2, Sec. 5.1 

   P ≥ 0.3µm; (x106/m2) n/a  

P ≥ 0.5µm; (x106/m2) 7.0  

   
Fibers > 100µm; (x103/m2) 10.4 IEST-RP-CC004.2, Sec. 5.2 
   

** ND = None detected; levels are below detection limit of test equipment 


